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Abstract: Thermal properties of M30 normal concrete block (NC) were compared with concrete filled with waste poly
ethylene terephthalate and waste low density polyethylene aggregates which were used as partial replacement of sand in the
production of concrete blocks (plast-cretes). Tests were carried out using 100mm×100mm Cubes and 100mm×200mm
Cylinder for Compressive and Split tensile Test respectively. The mechanical properties of normal concrete and plast-crete
were studied and compared over two temperature regimes at 100°C-400°C and 400°C-800°C. The compressive and Split
Tensile strength of normal concrete increased slightly from 100°C-400°C, and reduced from 400°C-800°C. However, the
compressive and split tensile strength of the plast-crete showed a gradual reduction from 100°C-400°C and this continued from
400°C-800°C, and became more pronounced as the percentage of waste plastics in the plast-crete increased. The percentage of
weight loss for the normal concrete increased from 100°C-400°C, this increase continued from 400°C-800°C. The plast-crete
also showed an increase in the percentage weight loss for both temperature regimes and the percent weight loss became more
pronounced as the percentage of waste plastics in the plast-crete increased. The normal concrete showed greater spalling than
the plat-cretes. Even with the slight reduction in strength with increasing temperature, Plast-cretes can still be applied in areas
where low temperature and minimal load bearing applications are needed such as fancy blocks, pedestrian walk ways, slabs,
partition walls, fences, houses and light traffic structures.
Keywords: Concrete, Plast-Crete, Elevated Temperature, Compressive Strength, Percent Weight Loss, Waste Polymers,
Waste Plastics Polyethylene Terephthalate, Waste Plastics Low Density Polyethylene

1. Introduction
Waste plastic Polyethylene Terephthalate and Low Density
Polyethylene are a menace to environmental waste managers
[1, 2] in the World most especially in Nigeria [3], the various
problems caused by these waste plastics include flooding,
environmental degradation, destruction of marine life, and
depletion of valuable land assets utilized as land filled sites
[3]. Recycling of these waste plastics is the only viable

alternative in tackling this menace. One of the ways of
disposing of these waste plastics is by utilizing them as
aggregates in concrete mixes, especially in the production of
normal concrete structures [4].
The benefits of these methods are enumerable particularly in
the effective protection of the environment and conservation of
scarce natural resources [5]. Several work have been done in
utilizing waste plastics in the production of various categories of
concrete blocks and several authors have confirmed the viability
of utilizing waste plastics as aggregates in the production of
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concrete blocks[6]. While this concrete produced with waste
plastics aggregates are applied for various end use applications
[7]. Under normal environmental conditions, many concrete is
subjected to various temperature ranges and regimes, in the
environment, the concretes are only subjected to mere ambient
environmental conditions [8]. However, there are very serious
consequences when these concrete materials are subjected to
elevated temperatures. The effect of elevated temperature on
concrete materials cannot be over-emphasized [9]. When
concrete is exposed to elevated temperatures, the mechanical
properties are significantly compromised, the concrete may fail
in different ways [10], and the extent of strength loss is highly
dependent on the range of the temperatures the concrete was
exposed to and the duration [11]. Other contributory factor (s) to
the strength lost are the type of aggregate utilized in the mix
proportion, the water- cent ratio utilized and the strength of the
concrete after 28 days at room temperature [12]. The thermal
coefficient of expansivity of concrete materials (sand, gravel and
cement gel) is different, resulting in differential volume
variations of the materials at elevated temperatures which can
lead to cracking and failure [13].
At temperatures above 430°C, concrete with siliceous
aggregates usually has a significant loss in strength compared
with those of lightweight aggregates [14]. It has been
observed that normal concrete can lose half of its strength at
a temperature of 600°C and above [15]. The properties of
high strength concrete (HSC) are different from those of
normal strength concrete at elevated temperatures [16]. The
difference in mechanical properties may be due to porosity,
moisture content, quantity of silica fume and heating rate.
The information available on properties of concrete at normal
environmental conditions and at ambient temperatures can
never be applied to concrete that will be exposed to elevated
temperatures, thus there is need therefore to carry out
detailed study on the impact of elevated temperatures on
concrete, so that proactive steps can be taken to eliminate fire
induced spalling in concrete that compromises the integrity
of concrete structures [17].
This work seeks to study the effect of elevated temperature
on M30 Normal Concrete Block (NC) and concrete that is
filled with waste plastic aggregates (Plast-crete).

2. Experimental
2.1. Materials
2.1.1. Cement
Dangote Ordinary Portland cement 44.5 grade was utilized
in the study. The cement had a specific gravity of 3.15. The
cement had a percent weight of lime, silicate, iron oxide,
aluminium oxide and a loss on Ignition of 60.20%, 20.40%,
and 3.48%, 7.89% and 0.75% respectively. The cement
conformed to ASTM C 150-07, Standard Specification for
Ordinary Portland cement.
2.1.2. Fine Aggregate (FA)
Natural river sand was used for the production of the
concrete; it was collected and stored according to ASTM C
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75-03. The sand had a specific gravity of 2.65. It passed
through the 5.00mm sieve and retained on the 150µm sieve.
The sand had a fineness modulus, water absorption, loose
bulk density, compacted bulk density, compaction factor,
Percent Void and Percent moisture content of 3.14, 1.10%,
1630Kgm3, 1750Kgm3, 0.931, 38% and 2.0% respectively.
The fine aggregate conformed to ASTM C33-97, and fell
under the Zone 2 on the gradation graph.

Figure 1. Gradation of Fine Aggregate.

Figure 2. Gradation of Coarse Aggregate.

2.1.3. Coarse Aggregate (Gravel)
The coarse aggregate was collected and stored according
to ASTM C 75-03. The gravel has a specific gravity of 2.52.
The gravel passed through the 20mm sieve and retained on
the 5mm sieve. The gravel had a fineness modulus, percent
water absorption, loose bulk density, compacted bulk
density, compaction factor, percent void and moisture
content of 6.95, 0.50%, 1542Kgm3, 1647Kgm3, 0.94, 40%
and 0.95% respectively. The gravel conformed to ASTM
C33-97.
2.1.4. Waste Polyethylene Terephthalate (WPET)
The WPET had a specific gravity of 1.36. The WPET
passed through the 5.0mm sieve and was retained on
the75µm sieve. The fineness modulus, water absorption,
loose bulk density, compacted bulk density, compaction
factor, percent void, moisture content and maximum size of
3.59, 0.1, 520.34Kg/m3, 6.38.98%Kg/m3, 0.81, 62.29%, 0%
and 2.36mm respectively. WPET was washed and crushed
before it was utilized in the production of plast-crete. The
WPET aggregates showed good gradation, lesser voids, good
particle size distribution and also fell within Zone 2 class of
aggregates within the gradation curve (Figure 3).
2.1.5. Waste Low Density Polyethylene (WLDPE)
The WLDPE had a specific gravity of 0.92. The WLDPE
passed through the 5.0mm sieve and was retained on
the150µm sieve. The WLDPE had a fineness modulus, water
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absorption, loose bulk density, compacted bulk density,
compaction factor, percent void, moisture content and
maximum size of 4.17, 0.005%, 237.82Kg/m3, 291.60Kg/m3,
0.86, 74.15%, 0% and 4.75 respectively. WLDPE was
washed and crushed before it was utilized in the production
of plast-crete. WLDPE showed poor gradation, poor particle
size distribution, more voids and fell outside the upper and
lower limit in its gradation curve (Figure 4).

37.50, targeted air content was about 35% and slump was
between 30-75mm to ensure good workability. All materials
used in the proportioning of the concrete were utilized in
their Surface Saturated Dry (SSD) condition.
Table 1. Mix Design Proportion for WPET Flled Plast-crete.
S/N

%
Plastics

1
2
3
4
5
6
7
8
9
10
11

0
5
10
15
20
25
30
35
40
45
50

Kg/m3
CMT

Water

Sand

420
420
420
420
420
420
420
420
420
420
420

163.54
163.54
163.54
163.54
163.54
163.54
163.54
163.54
163.54
163.54
163.54

627.93
616.53
565.14
533.73
502.34
471.18
439.55
408.15
376.73
345.36
313.97

PET
(×10‾3)
0.00
11.30
22.60
33.91
45.21
56.43
67.82
79.10
90.42
101.72
113.02

Gravel
1085.80
1085.80
1085.80
1085.80
1085.80
1085.80
1085.80
1085.80
1085.80
1085.80
1085.80

Compacted bulk density WPET=638.98Kg/m3, Compacted bulk density
sand=1750kg/m3, Conversion factor=638.98/1750=0.365
Figure 3. Gradation of WPET
Table 2. Mix Design Proportion for WLDPE Filled Plast-crete

Figure 4. Gradation of WLDPE.

2.1.6. Water
Ordinary Portable water was used for the proportioning of
the concrete and met the ASTM C 1602-04 standard. It had a
density of 1g/cm3.

S/N

%
Plastics

1
2
3
4
5
6
7
8
9
10
11

0
5
10
15
20
25
30
35
40
45
50

Kg/m3
CMT

Water

Sand

420
420
420
420
420
420
420
420
420
420
420

163.54
163.54
163.54
163.54
163.54
163.54
163.54
163.54
163.54
163.54
163.54

627.93
616.53
565.14
533.73
502.34
471.18
439.55
408.15
376.73
345.36
313.97

LDPE
(×10‾3)
0.00
5.24
10.48
15.73
20.97
27.20
31.45
36.70
41.95
47.19
52.43

Gravel
1085.80
1085.80
1085.80
1085.80
1085.80
1085.80
1085.80
1085.80
1085.80
1085.80
1085.80

Compacted bulk density WLDPE=291.6Kg/m3, Compacted bulk density
sand=1750kg/m3, Conversion factor=291.6/1750=0.167

2.3. Methods

2.3.2. Casting and Curing
100 mm cubes were casted and utilized for the test
elevated temperatures on the compressive strength of the
concrete blocks. The concrete with zero plastics served as the
control sample while the plast-crete (s) were produced by
replacing sand with 10%, 20%, 30%, 40% and 50% waste
plastics. The samples were kept in the mould for 24hrs in the
laboratory at ambient temperature; the samples were demoulded and cured in water for 28days. The samples were
then removed in water and allowed to dry for 24hrs in the
laboratory before testing (ASTM C 192).

2.3.1. Mix Design Method
The mix design ACI-211.1-91 was utilized the mix design
method for the production of the M30 Normal concrete (NC)
grade. The water to cement ratio (W/C) was 3.89 and the
proportion was 1:1.50:2.58, cement: sand: gravel. The mix
design proportion methods are shown in Tables 1 and 2
below. The concrete produced were for mild exposure and
the Targeted Mean Compressive Strength (TMCS) was

2.3.3 Heating of the Samples
The samples were then placed in an electric furnace at
100°С, 200°С, 300°С, 400°С, 500°С, 600°С, 700°С, and
800°С. The temperature for each sample was maintained for
3 hours to maintain thermal stability. The heating rate was set
at 3.0°С/ min conformed to ASTM C 119-14. The plast-crete
was then left to cool at ambient temperature to allow for easy
and safe handling.

2.2. Scope of the Work
The scope of this work was to study the effect (s) of
elevated temperature on the mechanical properties of
concrete produced by utilizing WPET and WLDPE as partial
replacement of sand in the production of concrete blocks.
These categories of concrete were categorized as plast-crete.
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L=Length of concrete cylinder.
2.3.6. Percent Weight Loss with Temperature
The percent weight loss with temperature was carried out
on the batches for each temperature range and results were
recorded.
Percent Weight Loss =W1-W2/ W1× 100

In Equation (3), W1= initial weight before thermal
treatment, W2= final weight after thermal treatment.
(Note: The average value was recorded after testing all the
samples in each of the batches)

Figure 5. Time-Temperature Curve of the Electric Oven.

2.3.4. Compression Strength (CS) Test
The compression test was then carried out on the 100mm
cube using the 3000KN compression testing machine
according to ASTM C 39-05 at the rate of 0.30mm/min. Five
samples per batch were tested for each temperature range and
the average compressive strength was recorded.
ƑC = Pmax/ A

(1)

In Equation (1), ƑC = compressive strength, Pmax= fracture
Load applied on cube, A= area of cube
2.3.5. Split Tensile Strength (STS) Test
The Split Tensile Strength was carried out on the
100mm×200mm cylinders using the 3000KN compressive
testing machine according to ASTM C 496-04 at the rate of
0.30mm/̸min. five samples per batch were tested for each
temperature range and the average split tensile strength was
recorded.
ƑSTS = 2Pmax/πDL

(3)

(2)

In Equation (2), ƑsTS= Split tensile strength, Pmax= fracture
load applied on cylinder, D= Diameter of concrete cylinder,

3. Results and Discussions
3.1. Compressive Strength
The effects of elevated temperature on the CS of plastcrete are shown in Figure 6 and Figure 7 comparatively with
the NC. For the purpose of effective analysis of the study of
the temperature profiles were divided into two regimes,
100 °С 400 °С and 400 °С 800 °С . The NC showed a
gradual increase in CS from 100 °С 400 °С and a sharp
decrease in CS from 400°С 800°С. The increase in CS
from 100°С 400°С was as a result of the production of
hydration materials such as Tricalcium silicate (C3S) and
Dicalcium Silicate (C2S) due to an increased rate of
hydration reaction between water vapour and unhydrated
cement as a result of autoclaving effects. There was an
increase in CS from 100°С 400°С of 0.13%, 2.72%, 2.72%,
0.13% respectively.
3.1.1. Chemical Equation for the Production of Hydration
Materials in the Concrete
Tricalcium Silicate + Water→ Tricalcium Silicate Hydrate
+ Calcium Hydroxide+ Heat

2[3CaO. SiO2] + 6H2O→3CaO.2SiO2.3H2O + 3Ca (OH)2 + 173.60KJ
Dicalcium Silicate + Water →Dicalcium Silicate Hydrate
+ Calcium Hydroxide Heat
2[2CaO. SiO2] + 4H2O → 3CaO.2SiO2.3H2O + Ca(OH)2 +
58.6J
(5)
However, there was a sharp decrease in the CS of NC from
400°С 800°С as a result of the thermal degradation of the
aggregate within the concrete as temperature increased [17,
18], due to thermal expansion, these negative effects were
complicated by other factors such as additional volume
changes caused by variation in moisture content,
dehydration, drastic change in chemical composition,
disintegration of the (-C-H-S-) structure of the cement gelled
paste and spalling in the concrete which contributed to the
propagation of micro - cracks and loss of integrity in the NC
[14]. There was a sharp decrease of CS of NC from 400°С
800°С 0f 10.18%, 24.00%, 65.38%, 79.01% respectively.
There was a gradual decrease in CS of the plast-crete (s)
from 100 °С 400 °С , unlike the NC. The plast-crete (s)
showed a continuous decrease in CS in the

(4)

100 °С 400 °С even though the hydration and autoclave
effect took place because the subsequent gain in CS that
would have been achieved was nullified as a result of a large
amount of voids within the plast-cretes [15]. The CS of the
plast –crete decreased further from the 400°С 800°С. This
could also be attributed to the poor interfacial bonding
between the plastics and hydrated cement gel, uneven
expansion of various components within the concrete which
lead to the propagation of microcracks. These reductions in
CS was even more pronounced as the quantities of waste
plastics increased in the plast-crete (s) from 10% to 50% as
shown in Figure 6 and Figure 7. Reduction in CS in the plastcrete from the 400°С 800°С can also be attributed to the
complete melting and thermal degradation of the waste
plastic in the plast-crete and also drastic changes in chemical
composition as temperature increased [16, 17, 18].
3.1.2. Equation Showing Proposed Thermal Degradation of
WPET and WLDPE Utilized in the Plast-Crete
Initiation
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X.H→ X* + H*

(6)

X*+O2→X.O.O*

(7)

X.O.O* + X.H→X.O.O.OH + X*

(8)

X.O.O.OH→ X.O.O*+OH*

(9)

Propagation

27.50% respectively. Similarly, the STS of NC was higher
than that of the 10% filled WLDPE plast-crete at the 200°С,
400 °С , 600 °С , and 800 °С by 21.50%, 22.87%, 40% and
27.50% respectively [22, 23].

Note: X*= Free Radical, any route stated above can initiate
thermal degradation of the plastic.
Termination
X* + X*→ X―X (Inert degraded Compound) (10)
X* + X.O.O*→ X.O.O―X (Inert degraded Compound) (11)
X.O.O* + X.O.O*→ X.O.O―O.O.X (Inert Degraded
Compound)
(12)
The WPET plast-crete had a higher CS than WLDPE plastcrete as a result of its higher specific gravity, better thermal
stability, and better gradation of WPET aggregate over that of
WLDPE aggregate [19, 20]. In addition, WPET plast-crete
had lesser voids compared to WLDPE plast-crete. At 10%
Waste plastics content, the CS of WPET plast-crete was
higher than that of WLDPE plast-crete at the 200°С, 400°С,
600°С and 800°С by 3.71%, 14.29%, 42.29% and 85.71%
respectively. The CS of NC was higher than the 10% filled
WPET plast-crete at the 200°С, 400°С, 600°С, and 800°С by
11.62%, 1.43%, 14.56% and 25.00% respectively. Similarly,
the CS of NC was higher than that of the 10% filled WLDPE
plast-crete at the 200°С, 400°С, 600°С, and 800°С by 16.67%,
21.91%, 31.65% and 37.50% respectively.

Figure 6. The Effect of Elevated Temperature on the CS of WPET Filled
Concrete

3.2. Split Tensile Strength
STS is dependent almost on the same factors as CS and are
considerably much lower than the CS, however it remains an
important factor in the deformation of concrete at elevated
temperatures because deformation in concrete is mainly due
to tensile deformation and stresses and structural damage to
the concrete member in tension influenced by the promotion
of microcracks. The STS in Figure 8 and Figure 9 showed
that the CS of NC gradually increased from 100°С 400°С
and there was a sharp reduction in the STS from 400°С
800 °С . In the 100 °С 400 °С the NC recorded a slight
increase in STS of 3.17%, 4.76%, 5.80%, 9.52% respectively.
However, from 400 °С 800 °С , the NC recorded a sharp
reduction in STS of 28.57%, 52.38%, 58.73%, 59.52%
respectively. The WPET and WLDPE plast crete (s) showed
a gradual decline in STS from 100°С 400°С, this decrease
in STS continued from 400 °С 800 ° ∁ [21, 22] This
decrease in STS in the plast-cretes became more pronounced
as the percentage of waste plastics introduced into the plastcrete increased [20]. At 10% waste plastics content, the STS
of WPET plast-crete was higher than that of WLDPE plastcrete at the 200 °С , 400 °С , 600 °С, and 800 °С by 4.67%,
2.08%, 37.93% and 25% respectively. The STS of NC was
higher than the 10% filled WPET plat-crete at the 200°С,
400 °С , 600 °С , and 800 °С by 16.67%, 20.37%, 12.50%,

Figure 7. The Effect of Elevated Temperature on the CS of WLDPE.Filled
Concrete.

Figure 8. The Effect of Elevated Temperature on the STS of WPET filled
Concrete.
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and molecular weight. The NC showed a lower percent
weight loss than the plast-crete (s). The weight loss of the NC
was lower than the 10% filled WPET plast-crete in the
200°С, 400°С, 600°С, and 800°С by 0.67%, 0.63%, 1.33%
and 1% respectively. The weight loss of the NC was lower
than the 10% filled WLDPE plast-crete in the 200°С, 400°С,
600 °С , and 800 °С by 8.33%, 7.75%, 4.0% and 3%
respectively. At the 10% filled waste plastic content, the
WPET Plast-crete showed a lower percent weight loss than
the WLDPE plast-crete in the 200°С, 400°С, 600°С, and
800°С by 4.6%, 4.38%, 1.14%, and 1% respectively [26, 27].

Figure 9. The Effect of Elevated Temperature on the STS of WLDPE filled
Concrete.

3.3. Percent Weight Loss
The effect elevated temperature on the percent weight loss
of WPET and WLDPE plast-cretes are shown in Figure 10
and Figure11. There was a gradual percent weight loss of NC
from 100 °С 400 °С . This percent weight loss increased
further from 400 °С 800 °С, (Chitvoranund, Winnefeld,
Hargis, Sinthupinyo, & Lothenbach, 2017) There was an
increase in percent weight loss for the NC in the 200°С,
400°С, 600°С and 800°С by 0.3%, 0.4%, 1.5% and 2.0%
respectively. The increase in percent weight loss of NC as
temperature increased was as a result of the following
reasons:

Figure 10. Effect of Elevated Temperature on the Percent weight of WPET
Filled Concrete.

3.3.1. Loss of Water
Water evaporates from 100°С; evaporation is faster at the
surface due to atmospheric vapour pressure. At 150°С, water
in the cement pores and water that are chemically bound are
expelled. At about 450°С 500°С, gelled and capillary water
were totally eliminated
3.3.2. Decomposition of Portlandite (Calcium Hydroxide)
This occurred between 450°С 550°С.
Ca (OH)2→CaO + H2O

(13)

3.3.3. Decomposition of Hardened Cement Paste Gel
The calcium silicate hydrate (-C-S-H-) gel structure of the
hydrated cement at temperatures of 500 °С
600 °С
decomposed to produce C2S [24, 25]
3.3.4. Decarbonization of Lime Stone at Temperature of
Between 600°С 800°С
CaCO3 → CaO +CO2

(14)

The WPET and WLDPE palst-crete showed a gradual
decrease in percentage weight loss as temperature increased
from 100°С 400°С and from 400°С 800°С. The weight
loss became more pronounced as the percentage of waste
plastic content in the Plast-crete increased from 10-50%.
Apart from the reasons enumerated above the weight loss of
the plast-crete (s) were further enlarged by the melting of the
waste plastics causing chain scission, reduced chain length,

Figure 11. Effect of Elevated Temperature on the Percent Weight of WLDPE
Filled Concrete.

3.4. Spalling of Concrete
The amount of spalling noticed in NC was more
substantial compared to the plast- cretes, this was because
spalling usually began at 190 °С and continued as the
temperature increased. In the NC spalling at high
temperatures caused internal pressure to build up due to the
evaporation of both free and bound water which caused
propagation of micro cracks leading to spalling of the NC
surface. However, in the plast-cretes; the melted plastics
absorbed within the matrix of the plast-crete created a path
way where gases (water vapour) that were generated due to
heating can easily be released; this reduced the effect of
spalling in the plast-cretes [23, 28, 29].
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and light traffic applications. This will go a long way to help
recycle waste plastics in the environment.
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4. Conclusion
There was a slight increase in CS and STS of the NC from
100°С 400°С, but these reduced sharply from 400°С -800°С.
The plast-cretes showed a gradual decrease in CS and STS as
the temperature increased from 100°С 400°С and this trend
continued from 400°С 800°С. WPET filled plast–cretes had
the higher compressive strength and split tensile strength than
WLDPE filled plast-cretes from 100 °С 400 °С and
400°С 800°С. NC had higher CS and STS than the plastcretes. There was a gradual increase in weight loss of NC as
the temperature increased from 100 °С 400 °С and from
400 °С 800 °С . The plast-cretes also showed a gradual
increase in weight loss as the temperature increased from
100°С 400°С and from 400°С 800°С. WPET filled plast–
cretes had a lower weight loss than the WLDPE filled plastcretes from 100 °С 400 °С and 400 °С 800 °С . The NC
showed a lower weight loss than the plastt- cretes from
100°С 400°С and from 400°С 800°С [30, 31].
The plast-cretes showed a higher level of resistance to
spalling than the NC at elevated temperatures because the
melted plastics absorbed into the matrix of the concrete
created a pathway for explosive gases to escape through the
pores of the concrete rapidly, preventing spalling [32-34].
Despite the reduction in CS, STS and weight loss at
elevated temperatures, the plast-cretes still showed a high
level of integrity within some practicable temperature limits
and can thus, still be utilized in low temperature and
moderately high temperature environment such as low cost
buildings, pedestrian walkways, slabs, fences, fancy blocks

[10] Khoury, G. A., "Compressive strength of concrete at high
temperatures: A reassessment", Magazine of Concrete
Research. 1992, 44, 291-309.

American Journal of Polymer Science and Technology 2018; 4(1): 28-35

[11] Nevile, A. M.; Properties of Concrete. 2011.
[12] Hernandez-Olivares, F.; Barluenga, G; Parga-Landa, B.;
Bollati, M.; Witoszek, B. Fatigue Behaviour of Recycled Tyre
Rubber Filled Concrete and Its Implications in the Design of
Rigid Pavements, Constr. Build. Mater. 21 (10) (2007) 1918–
1927.
[13] Kalifa, P.; Manneteau F.; Quenard D. Spalling and Pore
Pressure in HPC at High Temperatures. Cem. Concr. Res.
30(2000), 1915–1927.
[14] Ali, F. A.; Connor, D.; Abu-Tair, O. A. Explosive Spalling of
High Strength Concretes in Fire. Mag. Concr. Res. 2000, 53
(3), 197–204.
[15] Benz D. P. Fibers, Percolation and Spalling of HPC, ACI
Mater. J. 2000, 97 (3), 351–359.
[16] Kalifa, P.; Chene, G; Galle, C., High- Temperature Behaviour
of HSC with Polypropylene Fibers, From Spalling to
Microstructure, Cem. Concr. Res. 31 (2001) 1487–1499.
[17] Cree, D.; Green, M; Noumowe, A. Residual Strength of
Concrete Containing Recycled Materials After Exposure to
Fire: A Review. Constr. Build. Mater. 45 (2013), 208–223.
[18] Chowdhury, S. H. Effect of Elevated Temperature on
Mechanical Properties of High Strength Concrete. ACMSM
23, 2014, 1077-1082.
[19] Morsy, M. S; Alsayed, S. H and Aqel M. Effect of Elevated
Temperature on Mechanical, Properties and Microstructure of
Silica Flour Concrete. International Journal of Civil &
Environmental Engineering IJCEE-IJENS. Vol: 10 No: 01, 1-6.
[20] Hossein Mohammad hosseini and Jamaludin Mohamad Yatim.
Microstructure and residual properties of green concrete
composites incorporating waste carpet fibers and palm oil fuel
ash at elevated temperatures, Journal of Cleaner Production.
144 (2017) 8-21.
[21] Long, T. P and Nicholas, J. C. Mechanical Properties of High
Strength Concrete at Elevated Temperature, Building and Fire
Research laboratory, National Institute of Standards and
Technology Gaitherburg, Md 20899. NISTIR, 2001.
[22] Magda I. Mousa. Effect of Elevated Temperature on the
Properties of Silica Fume and Recycled Rubber-Filled High
Strength Concretes (RHSC), HBRC Journal, (2017) 13, 1–7.
[23] Emre, S.; Dursun S. Y.; Osman. S. Effects of Elevated
Temperature on Compressive Strength and Weight Loss of the
Light-Weight Concrete with Silica Fume and Superplasticizer.
Cement & Concrete Composites. 30 (2008) 715–721.

35

[24] Lothenbach, B., Durdzinski, P. & De Weerdt, K. (2016)
Thermogravimetric analysis. In A Practical Guide to
Microstructural Analysis of Cementitious Materials.
(Scrivener, K., Snellings, R., andLothenbach, B. (eds)). CRC
Press, Boca Raton, London, New York, pp. 177-211.
[25] Li, X., Shen, X., Xu, J., Li, X. & Ma, S. (2015) Hydration
properties of the alite–ye’elimite cement clinker synthesized by
reformation. Construction and Building Materials 99:254-259.
[26] Gartner, E. & Hirao, H. (2015) A review of alternative
approaches to the reduction of CO2 emissions associated with
the manufacture of the binder phase in concrete. Cement and
Concrete Research 78:126-142.
[27] Shaikh F U A and Hosan A Mechanical properties of steel
fibre reinforced geopolymer concretes at elevated
temperatures 31 March 2016 Construction and Building
Materials 114 15-28.
[28] Serrano R, Cobo A, Prieto M I and González M D N Analysis
of fire resistance of concrete with polypropylene or steel fibers
9 July 2016 Construction and Building Materials 122 302-309.
[29] Chitvoranund, N., Winnefeld, F., Hargis, C. W., Sinthupinyo,
S., & Lothenbach, B. (2017). Synthesis and hydration of alitecalcium sulfoaluminate cement. Advances in Cement
Research,
29(3),
101–111.
https://doi.org/10.1680/jadcr.16.00071
[30] Malhotra. H. L. (2015). of concrete IldL. Magazine of
Concrete
Research,
85–94.
https://doi.org/https://doi.org/10.1680/macr.1956.8.23.85
[31] Novák, J., & Kohoutková, A. (2017). Fibre reinforced
concrete exposed to elevated temperature. IOP Conference
Series: Materials Science and Engineering, 246(1).
https://doi.org/10.1088/1757-899X/246/1/012045.
[32] Osuji, S. O., & Ukeme, U. (2015). Effects of Elevated
Temperature on Compressive Strength of Concrete : a Case
Study of Grade 40 Concrete, 34(3), 472–477.
https://doi.org/http://dx.doi.org/10.4314/njt.v34i3.7
[33] Wang, J. (2017). transfer in nuclear containment concrete wall
during loss of cooling accident.
[34] Yang, K.-H., Mun, J.-S., & Cho, M.-S. (2015). Effect of
Curing Temperature Histories on the Compressive Strength
Development of High-Strength Concrete. Advances in
Materials Science and Engineering, 2015, 1–12.
https://doi.org/10.1155/2015/965471

